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concrete with desired color pigment. ‘ 2) Let concrete sit untilfirm enough to take gl (3) Apply a concrete releasing agent over the
Mak ancake. Trowel into the mpression from stamp. Final trowel to carved concrete. Lightly dust the entire
o i Tormt of e Sname. smooth surface and sides. surface with the stamping powder.

(4)Firmly press stamp onto surface of concrete,up (5) Continue stamping, overlapping as (6) Let the stones cure a minimum 24 hours,
transferring the natural stone textus "W necessary and touching up seams between ) then hose releasing agent off thoroughly.
ultiple stamps 0 avoid repeticion. Stamps. Seamp ¢

(7) Apply color. Acid,alcoho, or water base (8) Apply sealant. Use a natural finish, low (5 plancs and tome ¢ comple your
concrete stains will ail work. Check out your BB sheen, penetrating sealant. landsc
Tocal concrete outiet for coloring optoNS.

Questions? Call us: 1-808-870-3099



